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Brain-stiffness-mimicking tilapia 
collagen gel promotes the 
induction of dorsal cortical neurons 
from human pluripotent stem cells
Misato Iwashita1, Hatsumi Ohta2, Takahiro Fujisawa3, Minyoung Cho1, Makoto Ikeya4, 
Satoru Kidoaki3 & Yoichi Kosodo1

The mechanical properties of the extracellular microenvironment, including its stiffness, play a crucial 
role in stem cell fate determination. Although previous studies have demonstrated that the developing 
brain exhibits spatiotemporal diversity in stiffness, it remains unclear how stiffness regulates stem 
cell fate towards specific neural lineages. Here, we established a culture substrate that reproduces the 
stiffness of brain tissue using tilapia collagen for in vitro reconstitution assays. By adding crosslinkers, 
we obtained gels that are similar in stiffness to living brain tissue (150–1500 Pa). We further examined 
the capability of the gels serving as a substrate for stem cell culture and the effect of stiffness on 
neural lineage differentiation using human iPS cells. Surprisingly, exposure to gels with a stiffness 
of approximately 1500 Pa during the early period of neural induction promoted the production of 
dorsal cortical neurons. These findings suggest that brain-stiffness-mimicking gel has the potential 
to determine the terminal neural subtype. Taken together, the crosslinked tilapia collagen gel is 
expected to be useful in various reconstitution assays that can be used to explore the role of stiffness 
in neurogenesis and neural functions. The enhanced production of dorsal cortical neurons may also 
provide considerable advantages for neural regenerative applications.

Determination of the fate of pluripotent stem cells and their development into functional cells is one of the crucial 
issues in the fields of developmental biology and regenerative medicine. Accumulating evidence demonstrates 
that biochemical factors, including exogenous gene transfer, regulate the fate determination of stem cells. Recent 
studies have also revealed the importance of the mechanical properties of the extracellular environment as a trig-
ger of fate determination in vitro. Among these mechanical properties, the effect of extracellular stiffness on stem 
cell fate decisions has been intensively analyzed1–6. A number of studies have determined the range of tissue stiff-
ness in muscle (104 Pa), connective tissue (104 Pa), skin (104 to 105 Pa) and bone (109 to 1010 Pa)7–9. Notably, brain 
tissue showed lower stiffness, ranging from 102 to 103 Pa7–14. Despite these findings, little is known about how tis-
sue stiffness affects the determination of stem cell fate towards specific cellular subtypes either in vitro or in vivo.

We previously reported the systematic analysis of living brain tissue stiffness during development13. Brain 
stiffness changes spatiotemporally throughout the embryonic stages during which neurogenesis from neural 
stem cells and construction of the brain architecture mostly occur. Accordingly, a fundamental question arises 
of whether neural lineage choice, including neural induction and differentiation, is influenced by differences in 
brain tissue stiffness. To address this question, it is essential to reproduce the stiffness conditions of living brain 
tissue in vitro. Several research groups have utilized polyacrylamide (PAA)-based hydrogels as a culture substrate 
to provide a wide range of stiffness1–6,15–18. However, it has proven technically demanding to consistently repro-
duce a substrate with a stiffness close to that of brain due to the relative softness10–14. Furthermore, acrylamide has 
been shown to be toxic to neurons19.
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To overcome these difficulties, here we applied collagen as a material to produce a culture substrate mimicking 
the stiffness of brain tissue. Collagen is a major component of connective tissue in living tissue and can be easily 
extracted from various animals by acid solubilization. We selected collagen extracted from tilapia (Oreochromis 
niloticus) skin because the use of fish collagen rather than collagen of mammalian origin is expected to reduce 
the possibility of the transmission of animal diseases to humans (“zoonosis”)20. Although acid-soluble collagen 
molecules self-assemble into fibrils under physiological conditions, the stiffness of gels consisting of such fibrils 
can be controlled by chemical modification. 1-ethyl-3-(3-dimethylaminopropyl)-carbodiimide (EDC) is a com-
monly used crosslinking reagent for biomaterials, and N-hydroxysuccinimide (NHS) can enhance crosslinking 
between collagen fibers in the presence of EDC21–25. Here, we identified an effective combination of EDC and 
NHS that produces a consistently softer range of collagen gel that mimics brain tissue, the stiffness of which 
ranges from approximately 150 Pa close to the cortical plate13 to 1500 Pa close to the apical surface14. Notably, the 
chemically crosslinked collagen gel contained triple-helical structures that may provide a scaffold for integrin 
signaling. Furthermore, the gel showed high transparency, and its surface appeared almost flattened compared to 
fibril-formed collagen gels.

To test whether the gel established here can be used for stem cell culture and to evaluate the effect of stiffness 
on neural differentiation, we performed feeder cell-free cultures of human induced pluripotent stem cells (hiP-
SCs). HiPSCs cultured on gels showed impaired pluripotency and entered the neural lineage in a manner sim-
ilar to cells cultured on plastic dishes. To our surprise, the neural characteristics acquired after 5 days of neural 
induction on a gel with a stiffness of 1500 Pa significantly switched to the lineage of dorsal forebrain neurons. 
These results demonstrate that the tilapia collagen gel established here can be utilized for neural induction from 
pluripotent cells and that exposure to gels of a particular stiffness during the initial stage of neural induction can 
determine the direction of differentiation towards a specific neural lineage.

Results
Characterization of tilapia skin collagen.  Tilapia skin collagen was extracted by acid solubilization, 
and SDS-PAGE was used to characterize the polypeptide composition of the tilapia skin collagen (Fig. 1A and 
Supplementary Fig. S1A). Tilapia skin collagen exhibited two distinct bands between 100 and 150 kDa and a 
prominent band near 250 kDa without any major impurities (Fig. 1A, lane 2). According to previous reports, 
the molecular weight of the α1 and 2 chains of collagen is approximately 116.5 to 126.2 kDa, and that of the β 
chain is 255.5 to 281.1 kDa26–28. The molecular weights of the polypeptides present in extracted tilapia skin col-
lagen fell within this range. The band pattern resembled that produced by commercially available type I collagen 
extracted from tilapia scales and porcine tendon (Fig. 1A, lanes 3 and 4, respectively). To characterize collagen 
used in this study, we performed mass spectrometry using MALDI-TOF/MS analysis (Fig. 1B and Supplementary 
Fig. S1B). We obtained the several peptide fragments and found matched protein sequences in the protein data-
base (Supplementary Table S1). In addition, fish specific collagen type I α329 was identified as Sequence_2 in the 
β and α1 bands (Supplementary Fig. S1Bb and Table S1). For further analysis of this sequence, we compared this 
sequence with fish collagen type I α1, 2 and 3. We found the matched the position of this sequence in tilapia col-
lagen type I α1 and 3 (Fig. 1B). This result was consistent with the previous report that collagen type I α3 forms 
a β chain together with α1 and 2 and falls with α1 in SDS-PAGE29. Taken together with these results, collagen 
extracted from tilapia skin can be categorized as a type I collagen.

To test whether tilapia skin collagen can form gels, we first attempted various gel preparation methods in which 
we compared collagen from tilapia skin with collagen obtained from porcine tendon (Fig. 1C and Supplementary 
Fig. S1C). Collagen gel prepared by neutralization (hereafter, the “(physical) fibril-formation method”) of either 
porcine tendon or tilapia skin collagen displayed a muddied white color in both cases (Fig. 1Ca,c, respectively). 
In contrast, a gel prepared from either porcine tendon or tilapia skin collagen by adding crosslinking reagents 
(hereafter, the “(chemical) crosslinking method”) had a clear appearance in both cases (Fig. 1Cb and d, respec-
tively). These results demonstrate that collagen from tilapia skin can form a gel in a manner that is similar to gel 
formation by commercially available porcine tendon collagen. To further analysis of gel characteristics, surface of 
gels was examined using scanning electron microscopy (SEM) because the surface structure of the culture sub-
strate can influence the determination of cell fate30–32. Remarkably, the surfaces of gels prepared by the chemical 
crosslinking method were almost flat, and no detectable fiber-like structures were present irrespective of the con-
centrations of crosslinking solution used in the preparation of the gels (Fig. 1Da–c). In contrast, distinct fiber-like 
structures were observed in the gels prepared by the fibril-formation method (Fig. 1Dd). These results show that 
the surfaces of tilapia skin collagen gels established by the crosslinking method do not contain structures that may 
affect cell fate determination.

Effect of chemical crosslinkers on the mechanical properties of tilapia collagen gels.  To achieve 
variety in the stiffness of the gels, we next investigated the concentration of crosslinking reagents. For this pur-
pose, we mixed EDC and NHS, two widely used soluble crosslinking reagents, with tilapia skin collagen at various 
concentrations. Crosslinking by EDC activates the carboxylic acid group in collagen. NHS forms a stable ester 
and increases the number of crosslinking sites between collagen fibrils in the presence of EDC33,34. Importantly, a 
byproduct of this reaction is urea, which is not hazardous to cells and is easily removed by washing. Therefore, we 
chose EDC and NHS as crosslinking reagents.

The gel stiffness was defined by the storage modulus of the gel (G′) as shown in Fig. 2A. In the absence of NHS, 
the average value of G′ increased up to 496 ± 6 Pa at 100 mM EDC depending on the EDC concentration (67 ± 3, 
290 ± 13 and 496 ± 6 Pa at 20, 50 and 100 mM EDC, respectively). Subsequently, we examined how the crosslink-
ing solution altered the gel stiffness. To determine a suitable combination of EDC and NHS, we adjusted the 
[NHS]/[EDC] ratio from 0.001 to 1. Hereafter, we describe the concentration of crosslinking reagent and its ratio 
as [EDC concentration]ratio. For example, [EDC 20 mM]0.1 indicates that 20 mM EDC and 2 mM NHS were added 
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to collagen at an [NHS]/[EDC] ratio of 0.1. When NHS was added to the crosslinking reagent containing EDC 
at a ratio of 0.001, the value of G′ decreased slightly compared to the value obtained when only EDC was added 
(Fig. 2A and Supplementary Table S2). The range of stiffness increased as the concentration of NHS increased and 
was largest at an [NHS]/[EDC] ratio of 0.1, whereas the range of stiffness became narrower at a ratio of 0.5 and was 
minimal at a ratio of 1 (Fig. 2A and Supplementary Table S2).

Because it provided the broadest range of stiffness, we used an [NHS]/[EDC] ratio of 0.1 in further attempts. 
We tested gel stiffness with seven combinations of [NHS] and [EDC] at a ratio of 0.1 (Supplementary Table S3). 
The average values of G′ observed were 13.0 ± 1 [EDC 10 mM]0.1, 136 ± 13 [EDC 20 mM]0.1, 145 ± 14 [EDC 
22 mM]0.1, 780 ± 17 [EDC 50 mM]0.1, 1487 ± 62 [EDC 100 mM]0.1,1654 ± 27 [EDC 150 mM]0.1 and 1663 ± 62 Pa 
[EDC 200 mM]0.1 (Fig. 2B and Supplementary Table S3). The G′ value increased linearly with the EDC concentra-
tion over the range 20 to 100 mM and reached a plateau at concentrations greater than 150 mM (Fig. 2B).

Analysis of the frequency-dependent storage moduli of the gels demonstrated the stability of gels within 
the range [EDC 20 mM]0.1 to [EDC 200 mM]0.1. To further investigate the properties of gels, we measured the 
G′ and loss modulus (G″) with a linear strain condition. We found that the G″, indicating viscosity of gels, 
was maintained lower than G′ during measurement in all the conditions with the exception of EDC 10 mM 
(Fig. 2C and Supplementary Fig. S2). In addition, we measured the time dependency of G′ and G″ to confirm the 

1 2 3 4

1

1

2

1

1

2

1

1

2

(kDa)

250
150

20

25

37

50

75
100

15

Detected sequence 
in 1 and 1

Detected sequence 
in 1 and 1

Collagen Type I 1
(BAL40987.1)

Collagen Type I 3
(BAL40989.1)

Fibril-formation Crosslinking

P
o

rc
in

e 
te

n
d

o
n

Ti
la

p
ia

 s
ki

n

a b

c d

A B

C D a: 22 mM b: 50 mM

c: 100 mM d: Fibril-formation

Figure 1.  General characteristics of tilapia skin collagen. (A) SDS-PAGE analysis of collagen protein. Lane 1,  
molecular weight markers. Lane 2, tilapia skin collagen extracted in this study. Lanes 3 and 4, tilapia scale 
collagen and porcine tendon collagen, respectively. (B) Peptide sequence mapped on the reported sequence of 
tilapia collagen type I α1 and α3. Detected sequence in β1 (band No.1) and α1 (band No.2) shown in Fig. 1A 
and Supplementary Fig. S1B was identified as collagen type I α3, which is a fish specific collagen. BAL40987.1 
and BAL40989.1 are tilapia collagen type I α1 and α3 in GenBank, respectively. Red, small and hydrophobic 
includes armomatic –Y; Blue, Acidic; Magenta, Basic –H; Green, Hydroxyl, sulfhydryl, amine and G; * (asterisk) 
indicates positions that have a single, fully conserved residue : (colon) indicates conservation between groups 
of strongly similar properties. (C) Transparency of gels prepared by various methods. The origin of the material 
was porcine tendon (a and b) or tilapia skin (c and d). The material shown in (a) and (c) was prepared by the 
fibril-formation method, and that shown in (b) and (d) was prepared by the crosslinking method. Gels prepared 
by the crosslinking method displayed higher transparency than those prepared by the fibril-formation method. 
(D) SEM images of the surfaces of tilapia collagen gels prepared by the crosslinking ([NHS]/[EDC] = 0.1, a to c)  
and fibril-formation (d) methods are shown. The final concentration of EDC is indicated in each panel. Note 
that gels prepared by the crosslinking method displayed nearly flat surfaces, whereas distinct fibrous structures 
were observed in gels prepared using the fibril-formation method. The asterisk indicates creases that appeared 
during the preparation of the sample for SEM observation. Bar = 3 μm.
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Figure 2.  Effects of EDC and NHS concentrations on gel stiffness. (A) Storage modulus (G′) of gels prepared 
using various combinations of EDC and NHS. The storage modulus of gels without NHS was approximately 
500 Pa at 100 mM EDC. When NHS solution was added, the storage modulus showed a linear increase over the 
range 0.001 to 0.1 ([NHS]/[EDC]). The linearity was no longer present at ratios of 0.5 and 1. The widest range 
of storage modulus was observed at a ratio of 0.1. (B) Storage modulus of gels as a function of the concentration 
of crosslinkers at a ratio of [NHS]/[EDC] of 0.1. The storage modulus showed linearity between 20 and 100 mM 
EDC; the value of the storage modulus saturated at approximately 1600 Pa at the highest concentrations of 
EDC (150 and 200 mM). (C) Frequency-dependent storage and loss modulus of gels. All conditions with the 
exception of 10 mM of EDC showed stable storage modulus values during measurement. Solid lines and dashed 
lines indicate the storage modulus (G′) and the loss modulus (G″), respectively. (D) Thickness of the gels. All 
conditions except 10 mM EDC resulted in the formation of a gel of approximately 1.5 mm thickness when 2 ml 
of solution was added to a 35-mm dish.
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polymerization kinetics during crosslinking (Supplementary Fig. S3). The G′ value in 22 and 100 mM was lower 
than G″ at the beginning of the measurement. However, the G′ value crossed over the G″ value immediately and 
remained higher value than G″ during measurement. These results suggested that crosslinking was dominant 
during gelation and contributes to maintain gel elasticity within the range of 22 to 100 mM of EDC. In contrast, 
gels prepared at the lowest concentration [EDC 10 mM]0.1 showed great dispersion during measurement and 
exhibited lower G′ value than G″ during the later phase of measurement (Fig. 2C and Supplementary Fig. S2). We 
also found that the thickness of gels prepared at [EDC 10 mM]0.1 was significantly decreased (Fig. 2D), indicating 
that the gel’s internal structure was unstable at lower concentrations of EDC and NHS.

Molecular properties of collagen during gelation.  In further analysis of the characteristics of collagen 
in gels, we focused on the behavior of collagen molecules during gelation. First, we investigated the interaction 
between collagen fibers during gelation by monitoring the turbidity of the collagen solution at 310 nm (Fig. 3A). 
In fibril-formed collagen, the absorbance at 310 nm increased and reached a plateau (Fig. 3Aa, purple triangle). 
Figure 3Ab shows a magnified view of the representative plot shown in the rectangle in Fig. 3Aa. Compared to 
gels prepared using the fibril-formation method, absorbance at 310 nm was significantly suppressed in gels pre-
pared by the chemical crosslinking method (Fig. 3Aa,Ab); these gels displayed absorbance that was similar to that 
of the control collagen solution (white triangle in Fig. 3Aa). Second, we examined the degree of crosslinking by 
measuring the free amine group content of the gels (Fig. 3B). Compared to the control without EDC and NHS, the 
free amine group content decreased from 100% to approximately 80% over the range [EDC 22 mM]0.1 to [EDC 
200 mM]0.1, whereas the free amine group content was higher at [EDC 10 mM]0.1 and [EDC 20 mM]0.1. Taken 
together, these results show that the gels prepared by the crosslinking method showed elastic properties with 
a high linearity along EDC concentration within the range [EDC 20 mM]0.1 to [EDC 100 mM]0.1 and sufficient 
crosslinking reaction within the range [EDC 22 mM]0.1 to [EDC 200 mM]0.1. Therefore, we pursued further char-
acterization of gels prepared at [EDC 22 mM]0.1 to [EDC 100 mM]0.1 because these EDC concentrations resulted 
in G′ values ranging from 150 to 1500 Pa (close to the stiffness of brain tissue) in an accurately adjustable manner.

We measured the circular dichroism (CD) spectrum of the gel material to determine whether a collagen triple 
helix was present in the gels. We used four representative conditions for CD spectral analysis at 20 °C and 37 °C: 
0.3 wt% tilapia collagen solution (pH 3.0), fibril-formed physical collagen gels, and chemically crosslinked col-
lagen gels prepared with 22 and 100 mM EDC ([EDC 22 mM]0.1 and [EDC 100 mM]0.1, respectively) (Fig. 4). A 
positive peak at 221 nm and negative peaks near 190–200 nm reflecting the presence of a triple collagen helix were 
observed at 20 °C under all conditions; these peaks disappeared in 0.3 wt% collagen solution at 37 °C (Fig. 4A). 
The pattern of positive peaks at 221 nm in the [EDC 22 mM]0.1 and [EDC 100 mM]0.1 samples was essentially 
similar under the tested conditions of crosslinker concentration and temperature (Fig. 4C,D). The wavelengths 
and heights of the negative peaks varied depending on the gel conditions. These results show that tilapia collagen 
gels prepared by the chemical crosslinking method contain triple-helical collagen that is stably maintained under 
the physiological conditions used to culture mammalian cells.

Culture of human iPSCs on tilapia collagen gels.  Considerable evidence has been presented indicating 
that several types of undifferentiated stem cells tend to differentiate into neural lineages when they are cultured 
on soft substrates2–6,16. Here, we addressed whether tilapia collagen gels that mimic brain stiffness have an effect 
on the differentiation of pluripotent stem cells. HiPSCs were maintained in plastic dishes without feeder cells to 
avoid the stiffness effect of feeder-derived matrices35. Subsequently, hiPSC-colonies were enzymatically dissoci-
ated into single-cell suspensions and seeded at equal densities for passaging either on plastic dishes or on chemi-
cally crosslinked gels; the medium was then changed to a neural differentiation medium that has been reported to 
result in a high rate of production of dorsal cortical neurons36. For hiPS cell-line, we chose RPChiPS771-2 because 
of the higher production rate of dorsal cortical neurons in our culture condition (Supplementary Fig. S4). For 
these experiments, we chose gels of two distinct stiffnesses, that is, gels prepared at [EDC 22 mM]0.1 (145 ± 15 Pa) 
and [EDC 100 mM]0.1 (1487 ± 62 Pa); these were defined as “SOFT” and “HARD”, respectively. HiPSCs did 
not grow on gels, plastic dishes or coverslips without coatings. Therefore, we tested several coating materials 
and chose Vitronectin XF because it provided sufficient cellular adhesion on all substrates used in this study 
(Supplementary Fig. S5 and Table S4). To test the possibility that the Vitronectin XF coating may change the sur-
face structure of gels and alter the fate of stem cells, we examined the surfaces of gels coated with Vitronectin XF 
using confocal laser scanning microscopy and SEM (Fig. 5). Adsorbed aggregates of vitronectin were identified on 
both SOFT and HARD as well as coverslips used for control (hereafter “Control”) after coating (Fig. 5A,Ca,Cb). 
Quantification of vitronectin in the adsorption equilibrium revealed that the density of vitronectin was essentially 
similar between two gels and Control (Fig. 5B). In contrast, fibrous structures remained on the surface of the gels 
prepared by the fibril-formation method (Fig. 5Cc).

Neural induction on tilapia collagen gels.  We aimed to examine the effect of stiffness for neural differen-
tiation on SOFT and HARD gels and coverslips. First, we confirmed the differentiation ability of hiPSCs towards 
three germ layers using embryoid body (EB) assay37 followed by cultured on gels and coverslips (Fig. 6Aa). After 
transferring the EBs on dishes, cells derived from EBs showed several types of morphologies. We observed epithe-
lial cells, cobblestone-like cells and neuronal cells under all conditions (Supplementary Fig. S6). RT-PCR analysis 
revealed that the expression of the three germ layer specific genes (Fig. 6B and Supplementary Fig. S7).

Next, we investigated the expression level of pluripotent markers during neural induction of hiPSCs on gels. 
Neural induction was initiated 2 days after passaging, which is defined as “Day 0” (Fig. 6Ab). SSEA-4, a surface 
marker of human pluripotent stem cells, was detected ubiquitously in hiPSCs colonies from Day 0 to 2 and 
disappeared on Day 6 under all conditions (Fig. 6Ca and Da). The expression of OCT4, a pluripotency marker, 
decreased with a similar time course (Fig. 6Ca). Quantitative RT-PCR (qRT-PCR) analysis of OCT4 mRNA 
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Figure 3.  Molecular properties of collagen during gelation. (A) (a) A typical time plot of turbidity during 
gelation of a collagen solution (white triangles), fibril-formation method (purple triangles) and crosslinkers at 
an [NHS]/[EDC] ratio of 0.1 (22 and 100 mM EDC (pink and blue lines). The absorbance at 310 nm gradually 
increased and reached a plateau, displaying a sigmoid curve pattern in the fibril-formation method, whereas 
it was maintained at a constant value in the collagen solution and in gels prepared by the crosslinking method. 
(b) Magnified view of the rectangle area in (a) showing absorbance at 310 nm when various EDC and NHS 
concentrations were used in the crosslinking method. (B) The degree of crosslinking obtained at various EDC 
and NHS concentrations was monitored by measurement of the free amine group content of the gels. The data 
were plotted over a time period of 300 sec.
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supported the immunocytochemical results (Fig. 6Cb). The expression of NANOG, another pluripotency marker, 
gradually decreased and had disappeared on Day 6 under all conditions (Fig. 6Da). QRT-PCR analysis showed a 
decrease in the level of NANOG mRNA with culture progression (Fig. 6Db).

The effect of stiffness on early neural induction was investigated using PAX6 as a marker of cortical neural 
stem cells (Fig. 6Ea). Immunocytochemistry showed that there was no or little expression of PAX6 under any of 
the tested conditions on Day 0 to 3. Expression of PAX6 was detected on Day 4, and intense expression of PAX6 
was observed on Day 6 under all conditions. We found TUJ1-positive cells under all conditions from Day 4 to 6; 
however, the population of these cells was quite small. We next performed qRT-PCR to measure PAX6 mRNA 
expression (Fig. 6Eb). Similar to the results obtained using immunocytochemistry, there was little expression 
of PAX6 under any of the tested conditions from Day 0 to 3. The level of expression of PAX6 increased rapidly 
from Day 4 to 6 without significant differences among the tested conditions. Both the immunostaining and the 
qRT-PCR results indicated that PAX6 expression showed a similar pattern in cultures maintained on gels (SOFT 
and HARD) and in the Control. These results imply that, regardless of the stiffness of the substrate, hiPSCs have 
the ability to form three germ layers and the pluripotency of hiPSCs gradually decreased and switched to neural 
lineage during the early stages of neural induction.

Enhanced induction of specific neural lineages on tilapia collagen gels.  Our investigation 
of the initial stage of the neural induction of hiPSCs by immunocytochemistry and qRT-PCR implies that 
the gross differentiation states of the cells show similar tendencies irrespective of whether the cells are cul-
tured on SOFT or HARD gels or plastic dishes. We subsequently assessed how the initial stiffness stimulation 
affects the differentiation ability and neural lineage determination using a replate assay4 (Fig. 7A). To normal-
ize the differences in the cell numbers, we harvested attached cells from each culture condition on Day 5 and 
plated them on Vitronectin-coated plastic dishes at the same density, followed by culturing for up to 2 weeks. 
Immunocytochemistry showed that a small population of TUJ1-positive cells was observed on both types of gels 
and in the Control on Day 5 (the day of replate) and 1 week after replate (Day 12) (Fig. 7B). A significant increase 
of TUJ1-positive cells was identified 2 weeks after replate (Day 19) (Fig. 7B). QRT-PCR analysis showed that the 

Figure 4.  CD spectra of tilapia collagen solution and gels. The CD spectra of the following materials were 
measured at 20 °C (gel-forming temperature, shown in blue) and at 37 °C (culture temperature, shown in red) 
(n = 3 for each condition): (A) 0.3% tilapia collagen solution diluted in HCl (pH 3.0); (B) fibril-formed physical 
collagen gel; (C,D) chemically crosslinked collagen gels (SOFT [EDC 22 mM]0.1 and HARD [EDC 100 mM]0.1, 
respectively). The thin dotted lines indicate the individual spectra; the bold lines indicate the average spectral 
values for each condition.

https://doi.org/10.1038/s41598-018-38395-5


www.nature.com/scientificreports/

8Scientific Reports |          (2019) 9:3068  | https://doi.org/10.1038/s41598-018-38395-5

expression levels of TUJ1 in the cells cultured on the SOFT and HARD gels were similar to that in the Control 
(Fig. 7Bb). Importantly, the PAX6 expression was also maintained at similar levels in all cultures on Day 19, 
despite the fact that neural stem cells produced more TUJ1-positive post-mitotic neurons under all conditions 
(Fig. 7Bb). These results indicate that hiPSCs maintained on a culture substrate with a stiffness close to that of 
brain tissue during the early stage of neural induction continuously generate post-mitotic neurons in a manner 
similar to cells cultured on control plastic dishes.

We examined a proportion of detached cells during the culture by Day 5 because this population might cause 
the difference in the gene expression after replate assay. We counted and summed the number of cells floating in 
the culture sup on Day 0 to 5. The proportions of cells and spheres that floated in the culture sup were 0.7% in 
SOFT, 0.5% in HARD and 0.3% in Control, which may be considered a minor population compared to the total 
cell number. We also addressed whether the culture on gels affects the cell survival. We found that there was no 

Figure 5.  Quantification of ligand distribution on culture substrate. (A) Vitronectin distribution on culture 
substrate using anti-vitronectin antibody (White particles in a, b and c). Magnified images indicated as yellow 
squares (a′, b′ and c′). Bars = 10 μm for a, b and c and 2 μm for a′, b′ and c′. (B) Quantification of density of 
vitronectin. There was no significant difference in the density of vitronectin (one-way ANOVA and Turkey 
post hoc test). (C) SEM images of the surface structures of gels coated with Vitronectin XF (SOFT, HARD and 
fibril-formed collagen gel) are shown. Similar particles were observed after coating irrespective of the stiffness 
of chemically crosslinked gels (a and b). Note that the fibrous structure of the fibril-formed collagen gel was 
retained after coating (c). Bar = 3 μm.
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Figure 6.  Expression of pluripotent and neural stem cell markers during neural induction on gels. (A) (a) 
Schematic of EB formation culture. White circles, the day of medium change; Black inverted triangles, the day of 
sampling. (b) Schematic of neural induction of hiPSCs on gels. Day 0 indicates the day on which differentiation 
medium was first applied. The cells were cultured on gels in plastic dishes up to Day 6. KSR EB medium, 
Knockout Serum Replacement EB medium; ND medium, Neural Differentiation medium; White circles, the 
day of medium change; Black inverted triangles, the day of sampling. (B) RT-PCR analysis of differentiation 
markers of three germ layers expressed after EB formation followed by culture on gels and plastic dishes. 
Mesodermal markers, PDGFRα and ISL1; Endodermal markers, AFP and HNF1B; Ectodermal markers, PAX6 
and MAP2. U, undifferentiated hiPSCs on Day 0; D, differentiated hiPSCs on Day 14. (C) (a) Confocal images 
of hiPSCs stained with antibodies against OCT4 and SSEA-4. The culture conditions and the number of days 
after neural induction are indicated in the panel. (b) QRT-PCR analysis data showing that the mRNA level 
of OCT4 decreased during the early phase of culture under all conditions (n = 2). (D) (a) Confocal images of 
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significant difference among the stiffness conditions for the CASPASE 3 expression on Day 5, Day 12 and Day 19 
examined by qRT-PCR and immunocytochemistry (Supplementary Fig. S8). These results suggest that the cell 
survival rate is not affected by the stiffness conditions and that neural differentiation, particularly the production 
of progenitors and neurons, is not likely to be determined by neuronal survival.

We subsequently explored whether the initial stiffness stimulation influences the neural lineage determination 
by qRT-PCR (Fig. 7C). First, we tested for markers associated with arealization in the central nervous system 
(CNS). The expression levels of GBX2 (a diencephalic marker) and OTX1 (a marker of the forebrain and mid-
brain)38 did not show significant differences under any of the conditions. However, the expression of FOXG1, a 
forebrain marker39, significantly increased on the HARD gels, whereas that of IRX3, a marker of the midbrain 
and hindbrain40,41, was decreased in the cells cultured on the HARD gels (Fig. 7Ca). These results raise the pos-
sibility that neural progenitors and neurons induced under HARD gel conditions may have acquired a forebrain 
neural lineage. To further examine this possibility, we investigated the expression of dorsal and ventral forebrain 
markers, including markers of progenitors and post-mitotic neurons (Fig. 7Cb,Cc, respectively). The expression 
levels of NGN2 and TBR2 (markers of fate-committed progenitors in the dorsal cortex)42,43, as well as EMX1 (a 
marker of the dorsal telencephalon)44,45 were similar in all conditions (Fig. 7Cb). Notably, TBR1, a marker of new-
born neurons in the dorsal cortex43,46, showed significantly higher expression in cells stimulated by the HARD 
gel (Fig. 7Cb,c). Importantly, the expression of the ventral forebrain neural lineage markers (GSX2, DLX2 and 
NKX2.1)47,48 remained at similar levels in all conditions (Fig. 7Cc). In addition, the other CNS markers, such as a 
GABAergic interneuron marker (GAD67)36, motor neuron markers (HB9 and ISL1)49, and an astrocyte marker 
(GFAP)50, were not significantly different among the tested conditions (Supplementary Fig. S9). These results sug-
gest that the higher expression level of FOXG1 on HARD gels reflects an increase in the number of TBR1-positive 
dorsal cortical neurons rather than an increase in the number of cortical progenitors or ventral forebrain neurons.

To determine the optimal conditions to induce dorsal cortical neurons, we tested gels with intermediate stiff-
ness, which provided approximately 780 Pa of stiffness ([EDC 50 mM]0.1, MIDDLE), as well as different seeding 
cell densities (Supplementary Figs S10 and S11). QRT-PCR showed that the expression level of TBR1 was upreg-
ulated with an increase in stiffness. The higher expression level of TBR1 on HARD was always observed irrespec-
tive of the seeding cell density. We further addressed neural differentiation from hiPSCs exposed to continuous 
stiffness stimulation by long-term culture on each substrate (Supplementary Fig. S12). The expression level of 
PAX6 was similar in both conditions, while the expressions of TUJ1 and TBR1 were significantly increased in the 
replate condition compared to the long-term culture. These results suggest that short-range exposure to stiffness 
by the replate condition is suitable to induce a dorsal neural lineage compared to the long-term culture on gels.

To confirm that TBR1-positive cells can function as neurons, we measured the expression levels of VGLUT1 
and VGLUT2, markers of glutamatergic neurons in the dorsal cortex51, and identified significant increases in 
their expression under the HARD conditions (Fig. 8A). We further analyzed the TBR1 protein expression in 
TUJ1-positive neurons by immunocytochemistry. TBR1-positive cells were seldom observed on Day 12, but 
thereafter substantially increased, similar to the TUJ1-positive population under all conditions (Fig. 8Ba). 
Statistical analysis showed that the proportion of TBR1-positive cells among TUJ1-positive neurons was signifi-
cantly increased in the cells cultured on the HARD gels (Fig. 8Bb). Taken together, stiffness stimulation due to the 
culture of cells on HARD gels during the early phase of neural induction (Day 0 to 5) resulted in a higher produc-
tion of dorsal cortical neurons than culture on SOFT gels and culture on conventional plastic dishes.

Discussion
In this study, we established the production of a culture substrate from tilapia collagen that is as soft as living 
brain tissue. To date, mammalian collagen, mostly derived from bovine and porcine skin, has been used as a 
biomaterial for cell culture and implantation in the human body. However, when mammalian collagen is used for 
these purposes, the risk of zoonoses, such as bovine spongiform encephalopathy and foot-and-mouth disease, 
cannot be excluded. Although PAA-based gel is an alternative biomaterial that provides a wide range of stiff-
ness1–6,15–18, acrylamide displays cellular toxicity, particularly for neural cells19. Considering future applications 
in regenerative therapies, such as cell transplantation, these risks of infection and toxicity must be avoided. In 
addition, the procedure of PAA gel preparation is technically complex, particularly to create softer gels52,53. Fish 
collagen has been used as a biomaterial because of its low risk of pathogens and its easy acquisition from waste 
produced by the food and cosmetic industries20,54,55. Despite these advantages, the low denaturation temperature 
(Td) of fish collagen, which results in the dissolution of collagen fibrils under human physiological conditions, 
has been a limitation in its use as a biomaterial56. In contrast, tilapia skin collagen, likely because of its tropical 
origin, has a higher Td26–28 that is quite close to the physiological temperature of the human body. Moreover, our 
CD spectrum analysis (Fig. 4) showed that the specific peak indicating its triple helix structure is maintained at 

hiPSCs stained with antibodies against NANOG and SSEA-4. The culture conditions and the number of days 
after neural induction are indicated in the panel. (b) QRT-PCR analysis data showing that the mRNA level of 
NANOG decreased during the early phase of culture and that it was almost completely absent on Day 6 under 
all conditions (n = 2). (E) (a) Images of hiPSC-derived neural cells stained with antibodies against PAX6, TUJ1 
and with DAPI. PAX6 expression was first observed on Day 4. The vast majority of cells were positive for PAX6 
on Day 6 under all conditions. (b) QRT-PCR analysis of the expression of PAX6. PAX6 expression increased 
from Day 4 to 6. The PAX6 expression level showed no significant differences among the conditions at any of the 
time points tested (one-way ANOVA, n = 3). Bars = 200 μm (C–E). For the statistical analysis of qRT-PCR and 
counting, *P < 0.05; **P < 0.01; ***P < 0.001 (t-test for two consecutive days for C to E); Error bars in graph, 
mean ± SEM.
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both 20 °C and 37 °C, which suggests that fish collagen displays structural stability under physiological culture 
conditions. Furthermore, the expression of collagen-related genes is not a major component in the developing 
brain. Accordingly, collagen might have less effect for neural cell fate determination irrespective of the stiffness 
stimulation compared to other extracellular matrix abundantly expressed in the brain. Therefore, we chose the 
skin collagen of the Nile tilapia as a material for culture substrate.

Although collagen gels with a higher stiffness have previously been reported57,58, the brain is one of the softest 
tissues in the body7–9. To generate a “soft” substrate with a stiffness similar to that of brain tissue, we investi-
gated several conditions for the use of NHS and EDC. We demonstrated that a ratio of NHS to EDC ([NHS]/
[EDC]) = 0.1 is suitable for producing gels with a stiffness of 150–1500 Pa with high reproducibility. This range 
of stiffness is similar to the range of stiffness measured in the developing13,14 and adult brain11,12. This result 
suggests that the stiffness of living brain tissue can be reproduced in vitro using tilapia collagen. In contrast, this 
range of stiffness would not be suitable for the culture of other cell types, which naturally grow under much stiffer 

Figure 7.  Expression of specific neural markers after neural induction. (A) Schematic of neural differentiation 
of hiPSCs that were replated after initial stiffness-stimulation. Day 0 indicates the day on which differentiation 
medium was applied. ND medium, Neural Differentiation medium; White circles, the day of medium change; 
White inverted triangle, the day of replate; Black inverted triangles, the day of sampling. (B) (a) Representative 
images of hiPSCs stained with PAX6 and TUJ1 on Day 5 (the day of replate), Day 12 (Day 5 + 1 week) and Day 
19 (Day 5 + 2 weeks). (b) QRT-PCR analysis of the expression of PAX6 and TUJ1 in each culture condition. 
There were no significant differences under any conditions at each time point (n = 5). (C) QRT-PCR analysis of 
the expression of arealization markers in the CNS (a), dorsal cortical lineage markers (b), and ventral forebrain 
lineage markers (c) (n = 5). Refer to Results for details of each gene. Bars = 200 μm.

https://doi.org/10.1038/s41598-018-38395-5


www.nature.com/scientificreports/

1 2Scientific Reports |          (2019) 9:3068  | https://doi.org/10.1038/s41598-018-38395-5

Figure 8.  Expression of functional neuronal markers after neural differentiation. (A) QRT-PCR analysis of the 
expression of markers of glutamatergic neurons in the dorsal cortex. TBR1 is shown in (a) and (a′); VGLUT1 
in (b) and (b′); and VGLUT2 in (c) and (c′). The seeded cell number on gels is 3 × 104 for (a) to (c) (n = 4) and 
6 × 104 for (a′) to (c′) (n = 6). The gene expression level is normalized by Control on Day 19. (B) (a) Images of 
hiPSC-derived neural cells seeded at a cell density of 6 × 104 stained with antibodies against TBR1 and TUJ1 
and with DAPI. (b) Proportion of TBR1-positive cells among TUJ1-positive cells. Dashed line indicates the 
proportion of TBR1-positive neurons in Control: Control, n = 290 cells; SOFT, n = 320 cells; HARD, n = 304 
cells. For statistical analysis of qRT-PCR and Proportion of cells, *P < 0.05; ***P < 0.001 (t-test for A,B); Error 
bar in graphs, mean ± SEM.
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conditions such as those found in muscle and bone1,2. However, we do not exclude the possibility of obtaining gels 
of greater stiffness by changing the concentrations of collagen and crosslinking reagents.

SDS-PAGE indicated that collagen isolated from tilapia skin by acid extraction consists of α1, α2, and β 
chains, similar to commercially available collagens (Fig. 1A and Supplementary Fig. S1A). In addition, the fish 
specific collage type I α3 was identified via MALDI-TOF/MS analysis (Fig. 1B and Supplementary Table S1). 
The molecular weight of each component falls within the previously reported range26–28. These results suggest 
that tilapia skin collagen can be used for gel formation in a manner similar to mammalian collagen. In general, 
monomeric collagen extracted from various species forms self-assembling fibrils under physiological conditions. 
Chemical modification promotes the interaction between monomeric collagen fibers during self-assembly33. 
Furthermore, the triple helical structure was maintained in crosslinked tilapia collagen gels (Fig. 4C and D). The 
triple helix in collagen is known to have a GFOGER sequence on its surface, and this sequence interacts with α1, 
α1β1, α2β1, α10β1 and α11β1 integrins on the cell surface to act as a mediator of mechanical stimulation, includ-
ing stiffness59. Thus, it is possible that the stiffness stimulation of cells grown on crosslinked tilapia collagen gels 
is directly transmitted via integrin.

Using chemically crosslinked tilapia collagen gels, we confirmed that the loss of pluripotency and induction 
of gross neural lineages from hiPSCs are promoted by the culture of hiPSCs on gels in a similar manner to hiP-
SCs grown on conventional substrates (plastic dishes and coverslips). Previous studies using PAA gels and poly 
micropost arrays indicated that the production of PAX6- and TUJ1-positive cells from human pluripotent stem 
cells was enhanced under softer gel conditions (0.1 to 5 kPa)4–6. The difference in the origin of the gels, as well as 
other aspects of the methodology, such as the coating substrate used and the ingredients in the neural induction 
medium, might be the cause of the differences. Surprisingly, we found that stiffness stimulation in the earlier 
phase of neural induction enhances the production of neurons typical of those found in the dorsal cortex (Fig. 7). 
Intriguingly, the expression of TUJ1 was similar in cells cultured on gels and control plastic dishes, whereas the 
population of TBR1-positive neurons significantly increased compared to the conventional substrate at 2 weeks 
after replate. Furthermore, markers of glutamatergic neurons in the dorsal cortex (VGLUT1 and 2) were also 
upregulated (Fig. 8). Remarkably, the expression levels of markers for cells in other CNS regions, including ventral 
forebrain and dorsal neural progenitors were essentially similar under all culture conditions (Fig. 7C). Considering 
that the medium conditions36 and hiPS cell-lines (Supplementary Fig. S4) were set to favor the production of dor-
sal cortical neurons, stiffness stimulation in the early phase of neural induction may have additional important 
effects as an insoluble mechanical factor for the determination of the terminal neural subtype4–6. The enhanced 
production of dorsal cortical neurons from hiPSCs on gels could be useful in neural regenerative studies, including 
transplantation to animal models, as well as in the treatment of cortical dysfunctions and drug screening.

Chemically crosslinked tilapia collagen gels have strong advantages due to their appearance. The kinetics of 
the G′ analysis during crosslinking indicated that tilapia collagen gels exhibit typical properties of elastic gels. 
Furthermore, SEM analysis indicated that crosslinked tilapia collagen gels have a topographical homogeneity of 
their surface regardless of the difference in stiffness (Fig. 1D). Previous studies suggest that the surface of the cul-
ture substrate, such as the nanostructure, fiber diameter and topography30–32 and peptide sequence60, may affect 
the cell fate determination. The flattened structure of chemically crosslinked gels excludes the possibility of topo-
graphical effects and supports the homogeneous attachment of ligand on its surface. In addition, crosslinked tila-
pia collagen gels showed high transparency (Fig. 1C and Supplementary Fig. S1C), which provides a substantial 
advantage for visualizing cellular and molecular behaviors on gels combined with live microscopy. In summary, 
our results demonstrate that chemically crosslinked tilapia collagen gel can provide stiffness that mimics brain 
tissue with the advantages of high reproducibility, as well as fewer possibilities of zoonosis and neural toxicity, 
which are desirable features to culture substrates for various studies of neural lineages and functional analyses, as 
well as for regenerative therapeutic applications.

Methods
All methods were carried out in accordance with the Experimental Guidelines and Regulations in Korea Brain 
Research Institute. All the experimental protocols were approved by the Committee in Korea Brain Research 
Institute.

Collagen extraction from fish skin.  Tilapia collagen was extracted from the frozen skin of the animals 
according to a previously reported procedure26–28 with some modifications. All procedures were performed in a 
cold room. Defrosted tilapia skin was defatted in three steps. First, the skin was washed with a solution of 30% 
chloroform/64% methanol for 10 min and then washed with methanol for 10 min. The skin was then washed twice 
with 100 volumes of distilled water (DW) for 1 h. Subsequently, acid extraction was performed by soaking the tila-
pia skin in 3% CH3COOH for 3 days. The collagen solution was gently filtered through gauze and filtered 4 times 
over a 1-μm-pore filter (TCPD-05A-D1HS 3 times and TCPD-02-D1HS once, Advantec). Salting-out and acid 
solubilization of the collagen were performed twice using 0.7 M saturated brine. For this, 0.7 M saturated brine 
was gently added to the filtered product, and the mixture was incubated for 4 h. After draining the water over-
night, the products were cut into small pieces and soaked in 1.2% CH3COOH. The acidic mixture was stirred for 
30 min. After salting-out twice, dialysis was performed. The extracted product was dissolved in 0.01% CH3COOH, 
and the collagen solution was placed in a dialysis membrane (UC36-32-500, Sekisui Chemical). Upon reaching 
pH 5.0, the inner liquid was replaced with HCl (pH 3.0). The product was sequentially filtered three times using 
1-μm (Y100A090A, Advantec), 0.65-μm (A065A090C, Advantec) and 0.45-μm (C045A090A, Advantec) mem-
brane filters. The final product was aliquoted and stored at −20 °C. To confirm the protein sequence of extracted 
collagen, MALDI-TOF/MS was performed. Details are described in Supplementary methods.
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SDS-PAGE.  Tilapia skin collagen was diluted into HCl solution (pH 3.0). To compare the components of 
collagen, similar amounts of porcine tendon (Nitta gelatin) and tilapia scale collagen (Taki Kagaku) were loaded 
on the same gels. Details are described in Supplementary methods.

Preparation of collagen gels using crosslinking and fibril-formation methods.  To obtain gels of 
various stiffnesses, 1-ethyl-3-(3-dimethylaminopropyl)-carbodiimide (EDC) (Dojindo), N-hydroxysuccinimide 
(NHS) (Wako) and NaCl solution (Sigma-Aldrich) were diluted into DW at various combinations of final concen-
trations as shown in Supplementary Tables S2 and S3. The defrosted stock collagen solution and the crosslinking 
solution were kept on ice before mixing. The crosslinking solution was added to the collagen solution in a 50-ml 
tube, and the mixture was shaken 20 times by hand. The tube was then centrifuged at 1000 rpm at 4 °C for 1 min. 
After centrifugation, the tube was immediately placed on ice. Two and five milliliters of gel solution was poured 
into 35-mm and 60-mm dishes, respectively. The gels were stored at 25 °C overnight and washed with PBS 6 times 
for 40 min each time. The final concentration of collagen in the gels was 0.3 wt%.

For fibril formation, all procedures were performed on ice according to the manufacturer’s instructions (Nitta 
Gelatin). The tilapia collagen solution was mixed well with 10x concentrated DMEM/F12 (Sigma-Aldrich) by 
pipetting. Reconstruction buffer containing 50 mM sodium hydroxide, 260 mM sodium hydrogen carbonate and 
200 mM HEPES was then added, and the components were gently mixed by pipetting. The ratio of components 
was 8:1:1 (collagen solution, 10x DMEM/F12 and reconstruction buffer, respectively). The final concentration of 
collagen was 0.24 wt%.

Mechanical characterization of materials.  The bulk stiffness of the materials was measured using a 
rheometer (Thermo Fisher Scientific). Measurements were conducted using a parallel plate (35 mm diameter) at 
37 °C for consistency with the cell culture conditions. The frequency-dependent storage and loss modulus were 
measured by applying 1 N of force 24 h after crosslinking. The time-dependent storage and loss modulus were 
measured immediately after mixing the collagen solution and crosslinker for 1 h. The values of the gap from the 
bottom of the dish at 1 N of force were defined as the “height” of the gel.

Measurement of crosslinking degree and turbidity.  To evaluate the degree of crosslinking of the colla-
gen, the free amine group content was measured following previous procedures22. First, the crosslinked collagen 
gels were freeze-dried. Four milligrams of freeze-dried gel was collected in a glass bottle, and 1 ml of NaHCO3 
solution (4% w/v) and 0.5% TNBS solution (Thermo Fisher Scientific) was then added. The glass bottle was 
incubated in a water bath at 40 °C for 2 h. Then, 3 ml of 6 N HCl was added. The temperature of the water bath 
was increased to 60 °C, and the glass bottle was incubated for an additional 90 min. After the gel had dissolved 
completely, the reaction solution was diluted with 5 ml of DW, and 100 μl of the reaction solution was placed in 
each well of a 96-well plate. The absorbance of the solution at 345 nm was measured at room temperature (25 °C) 
using a photometer (Tecan). Collagen solution without crosslinking was used as a control.

To quantitate the turbidity of gels during crosslinking, the absorbance of the sample at 310 nm was measured 
using a photometer (Molecular Devices). Gels were prepared using the crosslinking and fibril-formation methods 
as described above. One hundred microliters of gel solution was placed in the well of a 96-well plate, and the plate 
was kept on ice prior to measurement. Measurement of turbidity was performed at room temperature. Turbidity 
was monitored continuously for 3600 sec at 30-sec intervals.

Measurement of CD spectrum.  To determine whether the native triple helix of collagen was present in the 
gel samples, the circular dichroism (CD) spectra of fibril-formed physical collagen gels and chemically crosslinked 
collagen gels were measured. Because the gel samples were generally too concentrated to obtain clear CD spectra 
due to their strong absorption, the measurement was performed under conditions of reduced optical path length 
using a 30-μm-thick spacer between two pieces of quartz glass plate. For the physical gel sample, 20 μl of an aque-
ous solution of collagen (0.3 wt%, pH 3.0) was placed between the two quartz glass plates. For the crosslinked gel 
sample, the collagen solution, EDC, and NHS were first mixed and placed between a standard cover glass and the 
quartz glass plates. The cover glass was pre-coated with polyethylene glycol (PEG, Mw 500,000; Sigma-Aldrich)61. 
The PEG-coated cover glass was then removed in PBS after the crosslinking reaction, and the formed collagen 
gels were washed thoroughly with PBS to remove the remaining crosslinking reagents. Finally, the collagen gels 
prepared on the quartz glass were covered with another quartz glass plate using a 30-μm-thick spacer (ESCO Co., 
Ltd.). The collagen gel sample sandwiched between two pieces of quartz glass was placed in the optical path of a 
CD spectrometer (J-720W, JASCO Corp.), and the CD spectrum of the sample was measured.

Culture of human iPSCs on gels.  Use of human-derived material in the research is approved by the 
Research Ethics Committee of Korea Brain Research Institute (KBRI-201603-BR-001-01). Four different hiP-
SCs lines were tested to characterize the variance in the neural induction. Among them, 1231A3, 1383D2, and 
1383D6 (obtained from Center for iPS Cell Research and Application, Kyoto Univ, Japan) were established 
by the reprogramming method using episomal plasmids62, while RPChiPS771-2 (obtained from ReproCELL, 
Japan) were established by the self-replicative RNA reprogramming method63. Expansion and maintenance of 
hiPSCs were performed according to previously reported feeder-free culture methods for human pluripotent 
stem cells62 except that Vitronectin XF (10 µg/ml final concentration, StemCell Technologies) was used for coat-
ing. Neural differentiation was performed as described previously36 with some modifications. Two days prior 
to differentiation, the cells were dissociated using 0.5x TrypLE Select (1x TrypLE Select, Life Technologies, 
diluted 1:1 with 0.5 mM EDTA/PBS(−)) and seeded at a density of 1× , 3× , or 6 × 104 cells per 35-mm dish on 
Vitronectin XF-coated gels or on glass coverslips in StemFit Basic02 medium (Ajinomoto). On day 0, the medium 
was replaced with recombinant human Noggin (R&D systems)-containing neural differentiation medium36. A 
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medium change was performed every 2 days. For replate experiments, the cells were dissociated with 0.25% 
trypsin-EDTA on day 5 and replated on Vitronectin XF-coated 35-mm plastic dishes at a density of 2 × 105 cells 
per dish. After replate, the cells were cultured in Noggin-containing differentiation medium for 10 days; the 
medium was then changed to differentiation medium without Noggin for 4 days. Embryoid body (EB) formation 
assay37 is described in Supplementary methods.

Immunocytochemistry and quantitative analysis.  To measure the neural differentiation of hiPSCs, 
immunocytochemistry was performed. The fixed cells were incubated with primary antibodies and then with 
secondary antibodies. The information of antibodies is shown in Supplementary Table S5. Immunofluorescence 
images were acquired using a Nikon A1R-MP confocal laser scanning microscope (Nikon). To investigate the 
distribution of ligand on culture substrate, vitronectin-coated area was quantified using confocal images. Detail 
is described in Supplementary methods.

Quantitative RT-PCR (qRT-PCR).  To determine the gene expression levels of hiPSCs cultured on gels, 
qRT-PCR was performed. Triplicate reactions were run for each biological sample using ABI7500fast (Life 
Technologies). The primer sequences are listed in Supplementary Table S6. Relative fold changes in mRNA 
expression were calculated using the 2−∆∆Ct method. Details are shown in Supplementary methods.

Statistical analysis.  Statistical analysis was performed using Prism version 4.0 (Graphpad Software). 
Two-tailed paired t-test was applied to compare two conditions (Control vs SOFT, Control vs HARD and SOFT 
vs HARD) and one-way ANOVA and Tukey post hoc test was applied to compare three conditions at the same 
time points. Differences were considered significant for P < 0.05 (*), P < 0.01 (**), P < 0.001 (***). Error bars in 
graphs were represented as the mean ± SEM.
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Supplementary Methods 

SDS-PAGE 

The protein concentration of the solution was measured using Qubit Protein Assay Kits (Q33211, 

Life Technologies). Five micrograms of protein were used for SDS-PAGE. The collagen solution 

was mixed with 2x sample buffer containing 2-mercaptoethanol (161-0737, Bio-Rad Laboratories) 

and denatured at 98˚C for 3 min. SDS-PAGE was performed using Tris-HCl/glycine/SDS-based 

buffer (161-0772, Bio-Rad Laboratories) and Any kD precast gels (456-9033, Bio-Rad 

Laboratories). Molecular weight markers ranging in size from 10 to 250 kDa (Precision Plus 

Protein Standards, 161-0373, Bio-Rad Laboratories) were loaded in lanes on both sides of the lanes 

containing the collagen samples. Electrophoresis was performed using a PowerPac (HC 

High-Current Power Supply, Bio-Rad Laboratories) at a constant current of 20 mA at room 

temperature for 1 h. After electrophoresis, the gel was stained with pre-made Coomassie blue 

solution (SimplyBlue SafeStain, LC6060, Life Technologies) according to the manufacturer’s 

instructions. 
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Peptide sequence of collagen derived from tilapia skin 

Three bands were manually cut after SDS-PAGE (Supplementary Fig. S1Bb). Proteins included in 

each band were subsequently digested by treatment with Trypsin. MALDI-TOF/MS analysis was 

performed using a Microflex LRF 20 (Bruker) (GENOMINE Inc., Pohang, Korea). The obtained 

peptide sequences are listed in Supplementary Table S1. Each peptide sequence was aligned using 

Clustal Omega (version 1.2.4). 

 

Scanning electron microscopy (SEM) of collagen gels 

The surface structure of gels was observed using an SEM (SU8220, Hitachi). The fixation and 

drying procedures were as follows. The gels were fixed with 2.5% glutaraldehyde (25% stock, 

18427, Ted Pella) in 0.1 M phosphate buffer (PB) at 4˚C overnight. After 2 washes in 0.1 M PB for 

15 min, the gels were post-fixed with 1% OsO4 (2% aqueous stock, 18466, Ted Pella) at 4˚C for 1 h, 

then washed twice in 0.1 M PB for 15 min. Subsequently, the gels were dehydrated by sequential 

immersion in 50, 60, 70, 80, 90 and 95% ethanol for 10 min at 4˚C. The gels were then dehydrated 

by immersion in 100% ethanol for 15 min twice at 4˚C. Before freezing the gels, the ethanol was 

replaced with t-butyl alcohol by incubating the gels in t-butyl alcohol twice for 20 min at room 

temperature. Finally, the gels were soaked in t-butyl alcohol, placed at 4˚C overnight, and 
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freeze-dried using a vacuum freeze dryer (IlShin Valves). Samples were affixed to the stage with 

carbon tape, and vapor deposition with platinum (E-1030, Hitachi) was performed prior to 

observation. 

 

Quantitative analysis of ligand distribution 

To investigate the distribution of vitronectin on the culture substrate, gels (SOFT and HARD) and 

coverslips were coated with Vitronectin XF as described in the Methods. The coated culture 

substrates were subsequently fixed with 4% PFA. Vitronectin was detected by anti-vitronectin 

antibody and visualized by Alexa488 similar to immunocytochemistry. The surface images of the 

culture substrate were subsequently acquired using a confocal microscope (Nikon A1R-MP). To 

obtain a higher magnified view, a 60x oil objective lens with 5x digital zoom was used. Acquired 

images were analyzed by ImageJ. The background was initially subtracted, and the 

vitronectin-positive region was then extracted using the threshold and converted to the binary 

image. Finally, the extracted area was measured. Statistical analysis was performed using Prism 

version 4.0 (GraphPad Software). The antibody information is described in Supplementary Table 

S5. 
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Immunocytochemistry and microscopy of cultured cells 

The cells were fixed in medium containing 4% PFA at room temperature for 10 min. After washing 

with PBS 3 times for 5 min each, the cells were permeabilized with 0.5% Triton X-100 in PBS for 

10 min. The cells were then washed with PBS 3 times for 5 min each and blocked with 2% BSA in 

PBS containing 0.1% Triton X-100 at room temperature for 1 h. The cells were incubated with 

primary antibodies at 4˚C overnight and then with secondary antibodies at room temperature for 2 h. 

Counterstaining was performed using DAPI (Sigma-Aldrich). The information of antibodies is 

described in Supplementary Table S5. 

 

Quantitative RT-PCR (qRT-PCR) 

Total RNA was extracted using an RNeasy Mini Kit (Qiagen) according to the manufacturer’s 

instructions. cDNA was synthesized using the SuperScript VILO cDNA Synthesis Kit (Life 

Technologies). Five nanograms of cDNA were mixed with FastStart Universal SYBR Green Master 

(ROX) (Roche) according to the manufacturer’s instructions. Triplicate reactions were run for each 

biological sample using ABI7500fast (Life Technologies). The primer sequences for qRT-PCR are 

listed in Supplementary Table S6 and are derived from previously published sequences. Relative 
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fold changes in mRNA expression were calculated using the 2
-∆∆Ct

 method: 2
-∆∆Ct 

in which 

Ct=Cttarget - Ctnormalizer, Ct=Ct-Ct reference. GAPDH, a housekeeping gene, was used to 

normalize gene expression. In the experiment shown in Fig. 6C to E, the value of Ct on Day 0 was 

used as a reference in each condition. In the experiments shown in Fig. 7B and C, the value of 

Controls on Day 12 was used as references. Controls on Day 19 were used as references in the 

experiments shown in Fig. 8A and Supplementary Figs. S9, 10, and 11. In the Supplementary Fig. 

S4A and B, 1231A3 on Day 12 and on Day 19 were used as reference, respectively. In the 

Supplementary Fig. S8B, Control on Day 5 was used as a reference. For Supplementary Fig. S12, 

Control on Day 19 in long-term culture condition was used as a reference. 

 

Embryoid body (EB) formation 

Human iPS cells were expanded on gels or plastic dishes coated with Vitronectin in StemFit 

medium. After 1 week, the hiPSC colonies were detached by treatment with Dispase I (0.5 Unit/ml) 

(BD Biosciences). Harvested cells were transferred to a petri dish in DMEM/F12/GlutaMAX-I 

(Invitrogen) that contained 20% knockout serum replacement (Invitrogen) (20% KSR EB medium), 

0.1 mM of Non-Essential Amino Acids (Invitrogen), 0.1 mM of 2-mercaptoethanol (Invitrogen) 

and penicillin/streptomycin (Invitrogen). After 4 days of culture in the floating condition, the EBs 
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were transferred to a 0.1% gelatin-coated dish and cultured in the same medium for an additional 

10 days. The medium was changed on Day 4, 7 and 12. EBs were collected for RNA extraction 

with DNase I treatment on Day 14. cDNA was synthesized as described above. To confirm the 

undifferentiated state, RNA was extracted from expanded hiPSCs on the harvested day. RT-PCR 

was performed to confirm the gene expression of three germ layer markers. The primer sequences 

for RT-PCR are listed in Supplementary Table S7. 
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Supplementary Figure Legends 

Supplementary Figure S1. Original gel images of SDS-PAGE and gel appearance in Figure 1 

(A) The original gel image of SDS-PAGE in Figure 1A.  

(B) (a) The original gel image of SDS-PAGE for MALDI-TOF/MS analysis. (b) The gel image 

after cutting the bands of collagen 1 (No.1), 1 (No.2), and 2 (No.3) in (a). 

(C) The original images of collagen gel appearance in Figure 1C. 

 

Supplementary Figure S2. The G’ and G” value in each EDC concentration condition in 

Figure 2C  

The graph of G’ and G” in Figure 2C was divided into each EDC concentration condition, (A) 10 

mM, (B) 20 mM, (C) 22 mM, (D) 50 mM, (E) 100 mM, (F) 150 mM and (G) 200 mM of EDC. 

Solid and dashed lines indicate G’ and G”, respectively. 

 

Supplementary Figure S3. The kinetics of G’ and G” during crosslinking formation 

Typical time plot of kinetics of G’ and G”. (A) 22 mM, (B) 100 mM of EDC. 

Solid and dashed lines indicate G’ and G”, respectively. 
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Supplementary Figure S4. Variance in the production rate of dorsal cortical neurons among 

hiPS cell-lines  

Gene expression analysis in four hiPS cell-lines using post-mitotic neuron marker (TUJ1, a), dorsal 

progenitor marker (TBR2, b), and dorsal neuron marker (TBR1, c) by qRT-PCR. Results of two 

independent experiments are shown as (A) and (B). QRT-PCR was run using triplicate for each cell 

line. Notably, the highest expressions of TBR2 and TBR1 were observed in RPChiPS771-2 in both 

(A) and (B). Error bar in graphs, mean ± SEM. 

 

Supplementary Figure S5. Optimization of coating conditions for gels 

HiPSCs were cultured in maintenance medium (StemFit) containing basic FGF for 6 days on tilapia 

collagen gel with various kinds of coating materials (shown in Supplementary Table S4). HiPSCs 

cultured on gels coated with Vitronectin XF (D), Matrigel (E), Geltrex (F) or Vitronectin N (H) 

spread over the entire gel surface, whereas cells cultured on Poly-L-ornithine (PLO) plus 

fibronectin (C) or laminin (G) formed small colonies. HiPSCs cultured on gels lacking a coating 

(A) or on gels coated with iMatrix (B) hardly attached to the surface. Bar = 500 m. 
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Supplementary Figure S6. Embryoid body (EB) mediated differentiation of hiPSCs exposed 

to stiffness stimulation  

Representative images of EBs on Day 4 (a, f and k) and differentiated cells on Day 14 (b, c, d and 

e in Control; g, h, i and j in SOFT; and l, m, n and o in HARD). Harvested hiPSCs formed EBs (a, 

f and k). After transfer of EBs to gelatin-coated dishes, cells expanded from EB (b, g and l) and 

showed distinctive morphologies. Epithelial-like cells (arrows in c, h and m), cobblestone-like cells 

(arrowheads in d, i and n) and neuron-like cells (triangles in e, j and o) were observed. Bars = 200 

m (a, c, f, h, k and m) and 500 m (b, g and i). 

 

Supplementary Figure S7. Original gel images of RT-PCR 

(A) PDGFR , (B) ISL1, (C) AFP, (D) HNF1B, (E) PAX6, (F) MAP2, (G) GAPDH, (H) GAPDH 

in RT(-). U, undifferentiated hiPSCs harvested on Day 0; D, differentiated hiPSCs, harvested on 

Day 14. 

 

Supplementary Figure S8. The effect of apoptosis on neural differentiation 

(A) Representative images of CASPASE3 immunocytochemistry on Day 5 and 19. 

(B) Relative expression level of CASPASE3 on Day 5, 12 and 19 acquired by qRT-PCR. There is 
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no significant difference in any combination (one-way ANOVA). 

 

Supplementary Figure S9. QRT-PCR analysis of representative markers expressed in the 

central nervous system. 

(A) GAD67, GABAergic interneurons; (B) HB9, motor neurons in spinal cord; (C) ISL1, motor 

neurons in spinal cord; (D) GFAP, astrocytes. 

There is no significant difference in any combination (one-way ANOVA). (n = 5) 

 

Supplementary Figure S10. Comparison of gene expression pattern in different cell densities  

(A) Gene expression patterns of representative markers (PAX6 (a), TUJ1 (b) and TBR1 (c)) on Day 

19 acquired by qRT-PCR at a density of 1x10
4
 cells seeded per dish. 

(B) Gene expression patterns of representative markers (PAX6 (a), TUJ1 (b) and TBR1 (c)) on Day 

19 acquired by qRT-PCR at a density of 3x10
4
 cells seeded per dish. 

For statistical analysis of qRT-PCR, *, P < 0.05; **, P < 0.01; ***, P < 0.001 (one-way ANOVA 

and Turkey post hoc test for A and B); Error bar in graphs, mean ± SEM. (n = 4 for each condition) 
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Supplementary Figure S11. Comparison of gene expression patterns in various stiffness 

conditions 

HiPSCs were cultured on SOFT (150 Pa), MIDDLE (780 Pa), HARD (1500 Pa) and Control 

conditions using the replate method. 

(A) Gene expression patterns of representative markers (PAX6 (a), TUJ1 (b) and TBR1 (c)) on Day 

19 acquired by qRT-PCR with various stiffness at a density of 1x10
4
 cells seeded per dish. 

(B) Gene expression patterns of representative markers (PAX6 (a), TUJ1 (b) and TBR1 (c)) on Day 

19 acquired by qRT-PCR with various stiffness at a density of 3x10
4
 cells seeded per dish. 

For statistical analysis of qRT-PCR, *, P < 0.05; **, P < 0.01; ***, P < 0.001 (one-way ANOVA 

and Turkey post hoc test for A and B); Error bar in graphs, mean ± SEM. (n = 2 for each condition) 

 

Supplementary Figure S12. Long-term neural differentiation on gels without replate 

(A) Representative images of cultured hiPSCs during 19-day culture on gels and plates. We 

observed that some hiPSC colonies tended to show three-dimensional growth in the vertical 

direction and formed a sphere-like structure particularly on gels. These spheres grew during 

culture, and some spheres detached from the colony. Detached spheres eventually re-attached 

to the gel surface and started to grow again. We compared the representative gene expressions 
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in neural differentiation between long-term culture and replate conditions (B). Bar = 500 m. 

(B) Gene expression pattern of representative neural differentiation markers, PAX6 (a), TUJ1 (b) 

and TBR1 (c) on Day 19. For statistical analysis of qRT-PCR, *, P < 0.05; **, P < 0.01; ***, P 

< 0.001 (one-way ANOVA and Turkey post hoc test for B); Error bar in graphs, mean ± SEM. 

(n = 3 for long-term, n = 5 for replate)
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Supplementary Table S1. Detected sequences by MALDI-TOF/MS 

Band No. Sequence No. Identified peptide Protein view Taxonomy 

No.1 

Sequence_1 R.DQKGLGFGPIK.R gi|551524684 Xiphophorus maculatus 

Sequence_2 K.GSPGAAGISGAPGFPGSR.G gi|208609649 Carassius auratus 

Sequence_3 R.LRAAVAGEEAGGGKEK.K gi|551517022 Xiphophorus maculatus 

Sequence_4 R.IRAGKNLCYYER.V gi|542219479 Oreochromis niloticus 

Sequence_5 K.DGQIKGVTVDK.A gi|584021909 Neolamprologus brichardi 

No.2 

Sequence_2 K.GSPGAAGISGAPGFPGSR.G gi|208609649 Carassius auratus 

Sequence_6 K.GPKPEACGAAPMKR.H gi|642077679 Oncorhynchus mykiss 

Sequence_7 R.GLPGPAGLPGVAGPPGR.T gi|642072031 Oncorhynchus mykiss 

Sequence_8 K.QAQNIITLCAAVPR.K gi|499034696 Maylandia zebra 

Sequence_9 R.AKGLQLASSKEIAAR.A gi|642036541 Oncorhynchus mykiss 

No.3 

Sequence_1 R.DQKGLGFGPIK.R gi|551524684 Xiphophorus maculatus 

Sequence_10 R.QQREQQGQPGYTMQR.S + Oxidation (M) gi|657589372 Stegastes partitus 

Sequence_11 K.NIVSKGGSRNK.V gi|642131988 Oncorhynchus mykiss 

Sequence_12 R.IIGMLSPDELGLFR.E + Oxidation (M) gi|657737823 Cynoglossus semilaevis 

Sequence_13 R.LIGSNQETLGIMER.F + Oxidation (M) gi|432889040 Oryzias latipes 
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Supplementary Table S2. Effect of the [NHS]/[EDC] ratio on gel stiffness  

Ratio EDC (mM) NHS (mM) G’ (Pa) 
 

0 

20 0 67 ± 3 
 

50 0 290 ± 13 
 

100 0 496 ± 6 
 

0.001 

20 0.02 72 ± 6 
 

50 0.05 221 ± 37 
 

100 0.1 424 ± 24 
 

0.01 

20 0.2 56 ± 4 
 

50 0.5 158 ± 5 
 

100 1 1126 ± 42 
 

0.1 

20 2 72 ± 6 
 

50 5 1017 ± 63 
 

100 10 1682 ± 69 
 

0.5 

20 10 438 ± 36 
 

50 25 1080 ± 15 
 

100 50 1565 ± 72 
 

1 

20 20 297 ± 25 
 

50 50 529 ± 59 
 

100 100 430 ± 2 
 

(mean ± SEM for G’ ) 
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Supplementary Table S3. Combinations of reagents used in the crosslinking method  

EDC (mM) NHS (mM) NaCl (mM) Collagen (%) G’ (Pa) G” (Pa) Thickness (mm) 

 200 20 50 0.3 1663 ± 62 71 ± 14 1.623 ± 0.05 

 150 15 50 0.3 1654 ± 27 65 ± 29 1.609 ± 0.03 

 100 10 50 0.3 1487 ± 62 134 ± 15 1.630 ± 0.02 

 50 5 50 0.3 780 ± 17 73 ± 5 1.632 ± 0.06 

 22 2.2 50 0.3 145 ± 15 33 ± 2 1.498 ± 0.04 

 20 2 50 0.3 136 ± 13 30± 1 1.483 ± 0.06 

 10 1 50 0.3 13 ± 7 4 ± 1 0.568 ± 0.1 

 (mean ± SEM for G’, G” and thickness)  
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Supplementary Table S4. List of coating reagents  

Coating 

solution 
Supplier Catalog No. 

Final conc.                     

(1 ml/35 mm 

dish) 

Coating condition 

Matrigel Corning 354277 10 µg/ml 1 h 

Geltrex (x100) Gibco A1413201 x1 1 h 

Vitronectin XF  
StemCell 

Technologies 
#07180 10 µg/ml 1 h 

Vitronectin  ThermoFisher 
VTN-N 

#A14700 
5 µg/ml 1 h 

iMatrix-511  Takara #892011 6.4 µl/ml 1 h 

Polyornithine Sigma-Aldrich P3655 15 µg/ml Poly-L-ornithine O/N, 

Laminin Wako 120-05751 1 µg/ml then laminin for 6 h 

Polyornithine Sigma-Aldrich P3655 15 µg/ml Poly-L-ornithine O/N, 

Fibronectin R&D Systems 1030-FN 1 µg/ml then fibronectin for 6h 
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Supplementary Table S5. List of antibodies 

Primary antibodies Species Company catalog Number Dilution 

Pax6 Rabbit MBL PD022 1:1000 

Tbr1 Rabbit Abcam ab31490 1:1000 

Oct4 Rabbit Abcam ab19857 1:1000 

Nanog Rabbit MBL PM058 1:1000 

Tuj1 Mouse Covance MMS-435P 1:1000 

SSEA-4 (813-70) Mouse Santa Cruz sc-21704 1:1000 

Vitronectin (vn58-1) Mouse Abcam ab13413 1:2000 

     

     Secondary antibodies Species Company catalog Number Dilution 

anti-rabbit Alexa 555 goat Life Technologies A21428 1:1000 

anti-mouse Alexa 488 goat Life Technologies A11001 1:1000 
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Supplementary Table S6. Primer sequences used in qRT-PCR 

Gene  Primer    Sequence Reference 

NANOG 
Forward CAGTCTGGACACTGGCTGAA 1

 
Reverse CTCGCTGATTAGGCTCCAAC 

OCT4 
Forward GACAGGGGGAGGGGAGGAGCTAGG 2

 
Reverse CTTCCCTCCAACCAGTTGCCCCAAA 

PAX6 
Forward ATGTGTGAGTAAAATTCTGGGCA 3

 
Reverse GCTTACAACTTCTGGAGTCGCTA  

TUJ1 
Forward CCTGGAACCCGGAACCAT 2

 
Reverse AGGCCTGAAGAGATGTCCAAAG 

FOXG1 
Forward GCCACAATCTGTCCCTCAACA  4

 
Reverse CGGGTCCAGCATCCAGTAG 

IRX3 
Forward CCGTATGGCCAGTACCAGTT 4

 
Reverse ATAAGCGTTTCCCTCCTCGT 

GBX2 
Forward GGTGCAGGTGAAAATCTGGT 4

 
Reverse CCTGTCTTGGAATTGGCATT 

OTX1 
Forward GAGGTGGCGCTCAAGATCA 4

 
Reverse CGCGGCGGTTCTTGAA 

TBR1 
Forward ATGGGCAGATGGTGGTTTTA 4

 
Reverse GACGGCGATGAACTGAGTCT 

TBR2 
Forward CACCGCCACCAAACTGAGAT 4

 
Reverse CGAACACATTGTAGTGGGCAG 

NGN2 
Forward TGTTCGTCAAATCCGAGACCT 5

 
Reverse CGATCCGAGCAGCACTAACA 

EMX1 
Forward AGGTGAAGGTGTGGTTCCAG 4

 
Reverse AGTCATTGGAGGTGACATCG 

GSX2 
Forward CGCCACTTACCTGAACCTGT 4

 
Reverse CCCTCCTTCTTGTGCTTCAC 

DLX2 
Forward ACGCTCCCTATGGAACCAGTT 4

 
Reverse TCCGAATTTCAGGCTCAAGGT 

NKX2.1 
Forward AGCACACGACTCCGTTCTC 2

 
Reverse GCCCACTTTCTTGTAGCTTTCC 

VGLUT1 
Forward GAAACTCATGAACCCCCTCA 4

 
Reverse GGGAGATGAGCAGCAGGTAG 

VGLUT2 
Forward ATTCCATCAGCAGCCAGAGT 4

 
Reverse TTGCTCCATATCCCATGACA 

CASPASE3 
Forward CAAACTTTTTCAGAGGGGATCG 6

 
Reverse TGACACGCCATGTCATCATC 

GAD67 
Forward GCCAGACAAGCAGTATGATGT 4

 
Reverse CCAGTTCCAGGCATTTGTTGAT 

HB9 
Forward GCACCAGTTCAAGCTCAAC 7

 
Reverse GCTGCGTTTCCATTTCATCC 
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ISL1 
Forward TGATGAAGCAACTCCAGCAG 8

 
Reverse GGACTGGCTACCATGCTGTT 

GFAP 
Forward CCCACTCTGCTTTGACTGAGC 2

 
Reverse CCTTCTTCGGCCTTAGAGGG 

GAPDH 
Forward CATGAGAAGTATGACAACAGCCT 3

 
Reverse AGTCCTTCCACGATACCAAAGT 
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Supplementary Table S7 Primer sequences used in RT-PCR 

Gene  Primer    Sequence Reference 

PDGFR
Forward CAGGTTGGTGTGGGTTCATT 9

 
Reverse AGGTGGGAGCATTTGTTAGG 

ISL1 
Forward TGATGAAGCAACTCCAGCAG 8

 
Reverse GGACTGGCTACCATGCTGTT 

AFP 
Forward ACCATGAAGTGGGTGGAATC 9

 
Reverse TGGTAGCCAGGTCAGCTAAA 

HNF1B 
Forward TCACAGATACCAGCAGCATCAGT 9

 
Reverse GGGCATCACCAGGCTTGTA 

PAX6 
Forward GTCCATCTTTGCTTGGGAAA 

This study 
Reverse CATTTGGCCCTTCGATTAGA 

MAP2 
Forward TGTGTCGTGTTCTCAAAGGG 10

 
Reverse TGCATATGCGCTGATTCTTC 

GAPDH 
Forward CACCAGGGCGCTTTTAACTCTG 11

 
Reverse ATGGTTCACACCCATGCGAAC 
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